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(57) ABSTRACT

Catalyst compositions for production of higher alcohols
comprise a hydrotalcite or hydrotalcite-like support impreg-
nated with molybdenum and an alkali metal. When the
compositions are used to convert syngas, selectivity to
higher (C2+) alcohols is increased in comparison to con-
versions accomplished over many other catalyst systems.
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